Common Causes of Battery Failures
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Loss of electrolyte due to heat or overcharging.

Lead sulfation in storage.

Undercharging.

Old age (positive plate shedding)

Excessive vibration.

Freezing or high temperatures.

Using tap water which causes calcium sulfation.

Positive grid corrosion or growth due to high temperatures.

Fast recharging at rates greater than C/10.



